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[57] ABSTRACT

The present invention provides a triamine compound rep-
resented by general formula (I):

O
T OO
Ar? AP Art

an organic luminescence device which comprises an organic
layer and a pair of electrodes disposed on both sides of the
organic layer wherein the organic layer at least contains a
layer of a light emitting zone and a layer of a hole trans-
porting zone which comprises a hole injecting layer con-
taining the triamine compound and a hole transporting layer,
and an organic thin film comprising two layers which are a
layer containing a compound represented by general formula
(I) and having a thickness of 5 nm to 5 um and a layer
containing a compound represented by general formula (IT):

(I

10 Claims, 2 Drawing Sheets



